TCT

Lithium Battery Drop Test Report

1.2M Drop Test Report
1.2M BRI T &

Client
3yl

SHENZHEN HIMAX ELECTRONICS CO., LTD
PRI S 7 A R A )

Add. of Client
ZHt 5 ik

Building C, Huaming Industrial park, Huaming Road, Dalang, Longhua,
Shenzhen, China

DRI A5 XK IR T8 Fr SR W i A ] ok el C #k

Name of Sample

FE AR

RECHARGEABLE LI-POLYMER BATTERY
I 7o HLE RS ) R

Model
i)

832440

Testing Laboratory

TR

Shenzhen TCT Testing Technology Co., Ltd.
R TH ARSI A A PR 2 7]

1B/F., Building 1, Yibaolai Industrial Park, Qiaotou, Fuyong, Baoan District,
Shenzhen, Guangdong, China

HE AR RN 2 AR AR AL TR TR 1 R 1= B

Report No.
WEH T

TCT180612D051

Report Versions

WA

V5.0

Date of Issue

& H#

Jul. 18, 2018

Test Conclusion MPRLE#:
Shown in the Conclusion of test report. AR &L

Tested by E&A: 5““‘*}9)( ya"j "F}L) é‘&

7]
Approved by #t#EAN: &

Inspected by ﬁ&}\:w Zgﬂ?/ \’%/7 i

,E’
=
% £
% S
'9

Seal of TCT #H4&GHfr (B

Report No. fix 4 ~: TCT180612D051
Hotline: 400-6611-140

Pagel %/ 1 7T

Tel: 86-755-27673339  Fax: 86-755-27673332  http://www.tct-lab.com
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. SAMPLE DESCRIPTION ¥ 5L #5iR

Name of RECHARGEABLE Model
Sample LI-POLYMER BATTERY 832440

RER 7R T 75 HL A A 5

Manufacturer | SHENZHEN HIMAX ELECTRONICS CO., LTD
il 7 HYITES LT ARAF

Address Building C, Huaming Industrial park, Huaming Road, Dalang, Longhua, Shenzhen, China
Hoht BRINT T A58 X ORIRAET 8 F R ] g 4R B Tk el C AR

Packaging

Trade Mark Shape Prismatic dimensions
2 AR wY BERT

(LXWXT)

(39.0%x33.0%x29.0)cm

Battery
Nominal Rated number per

Voltage _ Capacity 600mAn packaging 512PCS

bR Beni 2.22Wh S
TR

Net weight of
Gross weight batteries per
per package _ package

BURAEE RS E
FRPEE:

Start Testing Completing
Date 2018-07-16 Date 2018-07-18
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II. STANDARD #5#

Section IB of Packing Instructions 965 of 59;, DGR Manual of IATA.
IATA CJER ALY (59 ffD A2 H] 965 5 1B &1y

[II. TESTITEM WA H

1). Drop test Ek7E MR
2). Packing weight test % & &3

IV. TEST METHOD JU& 41

The package of batteries is dropped from 1.2m, 5times per package. The test floor is
concrete floor, each package is capable of withstanding a 1.2 meter drop test in any orientation
without damage to cell or batteries contained therein. Without shifting of the contents so as to
allow battery to battery (or cell to cell) contact and without release of contents.
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Lithium Battery Drop Test Report

V. TEST APPARATUS ljifA% %%

Calibration Date
/Due Date
B H /28 H

Single-blade drop tester GX_6050-A 2018.04. 20
BB R AN S 2019. 04. 19

Serial No. Name of Equipment Model

BERT BELR s

Electronic Balance 2018. 04. 20
PTT-A+300

HLF R 2019. 04. 19

VI. TEST RESULT MRALE R

1) Drop test k&l

Drop position

BREALE

Test status

TRTE

Conclusion

&R

Front

HIT T

Without damage packaging
(EESCESEEIN

Pass

i

Bottom
JEH

Without damage packaging
BLEGRA IR

Pass

Cri

Angle
il

Without damage packaging
BEGRA IR

Pass

i

Side
(ind}

Without damage packaging
BEGRA IR

Pass

i

Top
Tit

Without damage packaging
BEGRA IR

Pass

i
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2) Packing weight test 9% 5 &l

No. Test item Weight E& Remark

5 WA H (kg)

Packing weight test
£ B B

9.8

Photos A

Package @3%:
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Samples R

Important Notice

EEEM

1. The test report is invalid without the official stamp of TCT and Paging seal of TCT.
A TCT &, FWsEE L.

2. Nobody is allowed to photocopy or partly photocopy this test report without written permission of
TCT.

K& TCT PR, AR EHIARE .
3. The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.
AR EBLMAEN . HEAN TR AZEL TR

4. The report is invalid when anything of following happens — illegal transfer, reproduce,
embezzlement, imposture, modification or tampering in any media form.

RBERiL. SHl. &H. B, Re SRR B S e
5. Objections to the test report must be submitted to TCT within 15 days.

MR EBEA RV, NTWRERE 2 B 15 RN AL "R
6. The test report is valid for the tested samples only.

AR AN AR DU it A 28
7. The Chinese contents in this report are only for reference.
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